
      
 Au-AA23 Au-GRA21 ME-ICP41 ME-ICP41 ME-ICP41 
SAMPLE Au Au Ag As Cu 
DESCRIPTION ppm ppm ppm ppm ppm 
      
      

AGEI-32-430-435 0.918  23.2 2870 320 
AGEI-32-435-440 0.836  24.6 4460 132 
AGEI-32-440-445 >10.0 18.2 40.3 >10000 141 
AGEI-32-445-450 1.65  22.6 5070 145 
AGEI-32-450-455 >10.0 12.9 33.5 >10000 80 
AGEI-32-455-460 >10.0 36.1 72.7 >10000 197 
AGEI-32-460-465 >10.0 38.5 65.7 >10000 277 
AGEI-32-465-470 >10.0 31.6 64 >10000 1105 
AGEI-32-470-475 1.975  7.8 3070 516 
AGEI-32-475-480 0.83  4.1 958 359 
AGEI-32-480-485 0.382  4.8 446 265 
AGEI-32-485-490 0.844  4.6 733 201 
AGEI-32-490-495 0.21  1.7 278 163 
AGEI-32-495-500 0.263  2.1 252 122 
AGEI-32-500-505 0.2765 0 5.7 478 204.5 
AGEI-32-505-510 0.203  1.3 179 126 

 


